DAINOMENH EIAIKH
MYKNOTHTA, kg/m?3
(ASTM C-97)

2660

ONOMAZIA

BEPOIAZ HMIAEYKO

AIAGEZIMOTHTA NAI
TYNOZ AZBEZTITIKO MAPMAPO
XPQOMA HMIAEYKO
MPOEAEYZH KAZTANIA BEPOIAZ (HMAQIA)

OPYKTOAOTIIKH ZYZTAZH, % wt

AZBEZTITHZ
MAPMAPYTIE
ENIAOTO

97 AOAOMITHZ
. - XAQPITHZ
- XAQMITHZ

APTIAIKA OPYKTA - ZEPMENTINHZ

2

XHMIKH ANAAYZH, % wt

CaD - MgO - SiO2 -
Fe203 - AI203 - K20 -

Na20 - MnO - LOI

XANAZIAZ
AZTPIOI
Fe OZIAIA
NYPOZENOI

—

PYZIKOMHXANIKEZ IAIOTHTEZ

ZYNTEAEZTHZ
YAATANOPPO®HZIHZ,
% wt (ASTM C-97))

0,03

ANTOXH ZE OAIWH -
YIPH KATAZTAZH,
MPa (ASTM C-170)

89

ZYNTEAEZTHZ
OPAYZHZ YNO
KAMWH, MPa (ASTM
C-99)

18

®OO0PA META ANO
TPIBH, mm (DIN
52108 - 20 KYKAOI)

4,8



